
Lafarge Joppa, IL LNA1.01.701 L143A 1451276

1451417

1451369

1451278

M030G

Holcim

Cement Mills Location

Buzzi Unicem

Cemex

Festus, MO B377A

Armstrong West Winfield, PA

Source Code

1451265

C372F

C372A

M027G

1451282

1451355

1451238K085A

Holcim

S335A

H237C

Approved
Lab

Number

1451423

1451280

1451419

Speed, IN

Hagerstown, MD

Holly Hill, SC

Union Bridge, MD

1451371

Cemex

Essroc

Essroc

Essroc

Holcim

Ste. Genevieve, MO

M.P. 701.01.10 - Certified Portland Cement Mills

Contact: Mark Dickson (304) 558-9864

Email: mark.c.dickson@wv.gov

Material Code: 701.001.001 (Old Material Code: 1260)

C432A

ACC1.01.701

Fairborn, OH

P030A

APPROVED LIST

ASTM C-150 Type 1 Cement

Troutville, VA

Lehigh

Effective Date: October 29, 2015

Roanoke Cement Co.

Kosmosdale, KY

Martinsburg, WV

Nazareth, PA

L019A 1451421

Old

CCX1.01.701

CCX1.04.701

ASTM C-150 Type 1 Low Alkali Cement

Cemex Kosmosdale, KY K085A 1451236

L016A

CCX1.01.701

RCC1.01.701

LPC1.01.701

HCX1.03.701

HCX1.02.701

HCX1.01.701

Producer/Supplier

Code

BUC1.01.701

EMC1.11.701

EMC1.10.701

EMC1.09.701




